
Tests according: EN 14465:2003 - Colour devation possible.

COLL. 79
TECHNISCHE INFO - FICHE TECHNIQUE - TECHNISHCE DATEN - TECHNICAL INFO

900.79

FABRIC CATEGORY  500 - 600 - 700 - 800 - 900

COMPOSITION  39% POLYACRYL - 32% COTTON - 18% VISCOSE - 11% POLYESTER

SPECIFICATIONS WEIGHT g/m2  580 PILLING RISTANCE 4-5 RUBBING FASTNESS D : 5 / W : 4 N
MARTINDALE CYCLI 45.000 COLOR FASTNESS 6+
  TO LIGHT


